OFI Testing Equipment, Inc. - 11302 Steeplecrest Dr. Phone: 832-320-7300 - Email: sales@ofite.com
Houston, TX 77065 USA

API Test Standard Calibration/Reference

Bentonite
Brand:

Product Code: 191-01
Availability: 70

PHOTO Lead Time: 30

NOT
AVAILABLE
Description

<p>API Test Calibration Bentonite, 2 Gallon Bucket</p> <h2>Specifications</h2>
<ul> <li>Dispersed Plastic Viscosity: 15.37 = 3.63 mPa s</li> <li>Yield Point /
Plastic Viscosity Ratio: 0.84 £ 0.44</li> <li>Dispersed Filtrate Volume: 10.4 £ 1.2

mL</li> </ul>
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